Issue Date: 12/14/07

uacn:uhmmu.;ms ures  Staaford Sychrodton Redition Labcrstory
Stanford Linear Acceloral eHter

INSPECTION / ACCEPTANCE REPORT OF COMPONENTS FOR
: LCLS ASSEMBLIES

VENDOR: ATLAS PART NAME: LcLS Vacuum Chamber Bi-metal ﬂange

DRAWING #: 1.1440202-200050-01 = SERIAL #: 37
P.O. # 8A-00803 DATE: ,z/ ,3/07
ACCEPTANCE CRITERIA o
1. Visualily inspect for shipping damage. - C eject
2. Obtain manufacturers certification data delivered with flange. cept/Reject
3. Verify the upstream and downstream ﬂanges fit snugly on the ccePt/Reject
chamber weld locations. R
4. Leak check flange per section 3.4 and 3.50f ESD 1.4-1 18 ' (_ Accept/Reject
CRITICAL DIMENSIONS (mm)
_ 1 MEASURED - _
FEATURE TARGET TOLERANCE VALUE ' o
Slot thickness 700 - + .08 y 7, } q Accept(ejeclth 0&’, lb.i.i.:"“- o
. 24.62[24-02 o ' '
Overall length 24.71 +0/-10 | g4 e3/zi42 ;@eject
Flatness </=.03 NA 4. o3 | mReject
. . - ’ [é;}ﬂ(&- y(-cd 47(” !‘é-
Angle 15° +0.3° o 4  FAccept/Reject
Perpendicularity to D T
A <= .03 N/A = .08, ,@Reject
INSPECTOR: MB ) [J QA Superv1sor A/@ |

TEST EQUIPMENT USED: ) t& [Tﬁb BT, GAEE
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